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Kaindl Flooring GmbH
Kaindlstrale 2
AT-5071 Wals/Salzburg

Test according to EN 13329 ,Laminate floor coverings -
specifications, requirements and test methods* Laminate floor
coverings for the level of use classes 31, 32 and 33 for different
thicknesses

Classification
Laminate floor coverings (thickness) Level of use class
7 mm UC 31 and UC 32
8 mm UC 31 and UC 32
10 mm UC 31, UC 32 and UC 33
12 mm UC 31 and UC 32
14 mm UC 33

The tested laminate floor coverings fulfil all requirements according
to EN 13329 for the denoted levels of use classes.
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